Residential Environmental Sampling - Lower Manhattan

Gypsum in Dust
November 4 - December 11, 2001
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Residential Environmental Sampling - Lower Manhattan

Portlandite in Dust
November 4 - December 11, 2001
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Residential Environmental Sampling - Lower Manhattan

Crystalline Quartz in Dust
November 4 - December 11, 2001
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Residential Environmental Sampling - Lower Manhattan

Materials in Indoor Dust
November 4 - December 11, 2001
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